APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Improved Trestment of Iiquidd :teel in a ladle
with dynthetic Slags, by Yu. G. Gursvich.
RUSSIAN, per, [gvest V Chern 16t, Vol 11,
280%968. PP 75=70,

ko
HB

Salwiiat
Feb 69 374,501

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

cwffect of Vibratory loading Upon the idstribution
of the Plastic Leformations in iot Upsettings,

by Te s olubsev, V. lie Yavorovakii,

RUSSIAN, per, lgvest lUZe Cherp .et, ‘ol 11, .o 8,
196815 PP 395

iiB 7605

Sciwiat
leb 69 374,522

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002

CIA-RDP91-00772R000100110026-7

Horo=Carturdsing of Steel, by e Ne lNogtev,

. "o }\"MBO'V.. ‘ .' 8
iwg;ma. per, L8V \ g~ thern ety 01 11, livo Oy
1968, pr 325-120.

HB 7603

Sede 3h458

s

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Propurtins of Borlde layers on Alloy (onstruc-
tional Stnels, by L. G. ‘orosimin,
Le Ga lyalhondch,

R[BSINI. .[NM". L!gm ULI;- C}LGJ‘B‘-.}&.’ Ol ll.

HB 7604

Scde-iat
Teb 69 374,537

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002

CIA-RDP91-00772R000100110026-7

Surfsce lmpregnation of Iror vith !'loryllium.
Hanganess, and Boron, by P. 1. el'rdk.

RUSSIAN, per, v Chein . et, ‘ol 11, 108,
1968, pp 135-138.

KB 759

??b.g;t 37,525

|

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

rovemeit of Properties of Moduh_r unt. Iron by
IT&mt with Synthetic olag, by k. 1. shvidkov,
A. Ta. Khrapove |
RISSIAN, per, Jsvest Ul Cheyn let, Vol 11, .0 8,
1968, pp 143-145.
B 7595

Sed~iat
Feb 69 J7H520

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

e Coloulation o e bl Consa ptlen
ol txyoen for the tensitication or the Go-
Sustian s ol in Euwe vpen osoorta Plave, oy
Ve Lo M1/ ‘

Gllag, or, Izve VG G, o, G4, e,

L 1ol
L 7277

sk aborkals
a0V 69 357,330

sssssssssveEEN—

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

' the iature of iardening of [Tron-.re/ iellets,
W fue o Yunfin.

RUSSIAN, per, Lgvest VUZe Chein :igk, .ol 11, i:0 D
19683 pp H1=Jb.

iB 7631

Sed=at
Feb 69 374,523

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Study of hoise in the basic Oxygen furnace huring
the Blowiny Period, by S. h. Kolyasin,
KUSSTAN, per, lave VUZ Chern. Met., Vol 11,

o 9, 1968, pp 60=-64,
HE 7634

sei-tat 377,716

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Developnent of a Deaxidising Practice for low-
Carbon Basic .xygen UFDACO Steel, by

o 1, Yavolsiid.

:“\USéIAN. per, lzvest \UZ~ Chern .st, .0l 1,
No 9, 1968, pp 65634

LB 7632

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

The iehavior of Metals at iigh Strein iates,
Le Do Sokolova |

E{B:‘IM- per, Igvest YUj- Chern .et, ‘ol 11,

NO 9' 19&5, pp m"ll3.

Hp P30

5o e int
b 6) 374,539

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

influence of Hgh-Temperature ‘*heymomechanical
Treatment of the Wear Hesistance and :theZtioml
isschanical Properties of Chrormiun Constru
steels, by M. L. Bermshtein, '
RUSSIAN, per, égout VUZ= Chern ilet,
1%80 PP 1’66’1 90

iR 7629

\01 11' 3‘0 9'

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

On the Possibility of Congulnting honmetgllic
Inclusions in Steel heox:dized with Aluminun,
by V. V. Khlynov, V. A. Lornuvoe, '
RUSSIAKG, per, lzv. VUZ Chern, let., Vol 11,
No 10, 1968, pr 40-44.

HB 7688

Sei-liat .
April 69 377,743

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

pen Content of Liquid Lteel

3 cwoot the Oxy : Ity
e {f Inclusions 1in Deoxidation

on Size imd Anount o lusia
with Aluminum, by L. Ya. b§rv1n.\
Riss 1AL, per, lzvest. Viiz Chrena Met.,

Vol 11, %o 10, 1968, pp G7-bl.
iib 7675

Sci-taterials 3779731

April 69

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

r—f

oot

. CNine t
MUKHOMOROV V.L. and others. Calculation of idling
' . .

ZU. . -

(CRL/T. 4072%)

/ J"

- ——E

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Investigations of the
Process Hased on M

Continuous Plate Kelling
: athematical 5 i ’
Electronic Computer, fodels Using an
RUSSIAN, per, Tsv. yuo
TOOLAL . ov.e VUuo Chern | X o
pp. BH-9., AL LT R PR SLELE B ATCE O

BIST 7204

Sci/mat
nov 69

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Analysis of a Formuln for the neutral Anple in
Long ttudinal Rolling, by T. il Golubev,

L. V. Morozov,

RUSSIAN, per, Izv. VUZ Chern, Met., Vol 11,

No 10, 1968, pp 93-95,
B 7637

Seiwbiat 377,746
Anril 69

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Strempth and Plasticity of Sone Steels itolled
in Vacmm, by A, T, Bykadorov,

RUSS1AN, per, lzvest, VUZ Chern, Met., Vol 11,
No 10, 1968, pp 102-104,

lib 7677

SciwMat ) )
April 69 377,73

*~

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Formation of Transition Zone in Staidless
Cla: Coarbon Steel Suring Hot Vorliing,

by . 5. wozinskiy, . L. rananov.
RUSEIAYL, per, lzv VUG Chern ict, Vol 11,
no 10, 1968, »p 124-130.

s 7704

Sci- at
June 09 363,273

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Treatient of Steel in tue Ladle with Syn-
thetic Lime-Alumina and Lhite Slaas, by
A. M. Yakushev, V. e Sunolyoarenho.
RUSSIAN, per, lzv VUZ _a(:“hg;'_n“ het, Vol 11,
Ho 11, 1968, »p 48-52.
Hs 7311

r”

Sci-lat
June 69 383,270

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Deoxidation of Stainless Stc@l with Car-
bon in Macuum, by B. V. lLinchevskiy,

A. I. Sobolevskiy.

RUSSIAN, puer, Izv VUZ Chern fiet, Vol 11,
No 11, 1968, p» 60-63.

HB 7706

Sci-liat
June 69 383,271

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Structurs and Phase Composition ot Chromized
Cast on Steel with Rapid Heuting, by lu i, kidin,
RUSSIAN, per, lxv, VUZ Chern, llet., Vol 11,

No 11, 1968, vr 110-119.

s 7712

sci-naterials
april 69 377,744

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Influence of the Original Structure on the Service
Performance of a Cast Cutting Tool, by

N. ¥. Kalashnikov, A. A, Govorov. '
RUSSIAN, per, lav VUZ Chern Met, Vol 11, ¥o 22,

1968, pp 120-122.
HB 7761

Sci-Mat
Jarne 70

_—

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002

CIA-RDP91-00772R000100110026-7

Strengthening High=Speed Steel 'hy-thg Action of o
Light Ray (laser peam), by L. 1 Hirkin,

i, F, Pilipetshi) ' )
:'t{ls‘%lm‘.’, nler, lzg. VUZ Chern les,, Vol 11, No 11,
1968, yp 124-125.

Hp 7733

Sci=Mat - a
Mor 69 377,718

_ sl

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

(oddation
nvestl on of the Hgh-Temperature .
i?vbwug?fialmmﬂmd by the Circulation Process,
by lin No lodosesva.

ROSSLAN, paxX, %gm v Uid- b@amﬁ. vol 11, .0
1, 19680 PP 147-151.
HB 7383

Sel~/iat
Apr 68

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002

CIA-RDP91-00772R000100110026-7

O baenan Tl

Clneondt, cn e
an ballic ncluriaas i toe

72\ ‘l .l
(2 ellhae] crooms s,

doctan x".],.!. H
},\" \'o A

Lo LNV,
Uslit, e, Levsste aze Cielle 2te, 0L 11,
G b, 196G, o =13

e

e/ abariods
kg HY

APPROVED FOR RELEASE: Wednesday, May 22, 2002

CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

. . ) o i D
ot et un of lirnaes LACN S| u Aaes, Y
o . bt . t§ N

e e IMVLCGHe ] N g
Hi L eg 0Ly Wil Vil rie (Hley ol
sl nrda o p AR 8

o X, 196L, v lu=dde
as T

seiy b ateriaks 02,061
saph oY

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

at e

Dhstrioution of olost & atarad feo

e i 41 R IR T N N
S s e G Coe i tdan e LU IR
L‘u;*um.u: Crves oeckdua, Byore e cwtlisy, x"L e
S S S PANE 2 &) Levestiya WZ Crame ety vl 11,
SGOA2, B, o d3=2T

b TS

iy L abrrieds

ook b

[S8]
L

l‘z;"l;&

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002

CIA-RDP91-00772R000100110026-7

Kinetics of Flotation of Nonmetalic In-

by
3 ong in Liquid Irom,
;luzi. povolotskiy, V. Yo. Roshchin.

RUSSIAN, per, I1zv VUZ Chern Het,
No 12, 1968, pp 42-46.
Hp 7703

Sci-Mat
June 69

Vol 11,

383,287

—eeesssseerENEE

APPROVED FOR RELEASE: Wednesday, May 22, 2002

CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

(At. . Do N ,“-"" ) {.\
] i .|(.tt. . 1 ) lJ - ; ] ‘l.LL‘[] kL ' .l,l } ’ 1 A
AN 143 (§] |} VA ‘ { &i -i‘ Y ”"l

i Lo it \ll’ i
SRR me;b i"'\.«v-'t.i.xx VUL 2RIV ube, VL 11
~»L'! ¢ PAL KRR O Wy

. r(: ~
0 -L‘l' J.‘.l‘(.‘AU, Lt J.."‘GDQ

ntluence oL olad

sely cuterials
sel 0l

192,960

e ———EEE

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

———

‘ . S.eels
The Wwork-Hardening Curves o€ s?epgtzﬁz >

; tion, by V. N v 3
mugaxiiﬂno:;c?f(;ﬁ VU’L’ Chcx-_r_\_.___bﬁt.., No 1., 1O
R ) PCh C!
pp 92-90-
BISI 7351

scl/ ;’Sm e 397, 300
nov «

——

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Ui buenas wi oL ieetoe ':{.‘cumfonntu'zj m _
U edumicnl CNGANELOOY YOS LU T (Eft!.(:‘.‘;.('l
Coleke Grtuen el il steel, Dy e e .‘viovyn‘_;ln.
Wi, e, Lzwte VU2 Gwelne | ote, Vol 11,

12, by, oo 109=110.

i 1700

soi/ alannds

el

324,601

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

DT TN T TR PRI RV E A

Laiduenod O ek .
Lt R Cload, vy e
Lo ‘Mo bluIliVe o .
: e, d2Vesle Viu™ Gnclile vl

e ‘LI Ve

.-'\ ')‘. J_l’

VTS DT
Q) .l.lz [} .U:"‘J "f" ’
i o

TR | '414'.1’_- '
SCL/ it 392,902
.")Q':E‘L i, .

e

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

I —

[ I's g \‘L
g ati of e
e Lnalionae vr clase it ok b et eslotane?
PP T8 thidensl . . . RV (54 R S S -
! Ly aptendtac take o Lo Lo e

LAR Pl E e » , v e

LII. N o 1) LA ESPRRHT AR e 'l!;. J cow, -
< LY 4 Al i e . MNle 1 "' A Pay I

T p ek, Lave MUde Liw

s by ke 22

ke

! -

sIon THld

Sed fnkeriods 390,927
j any T

A‘___‘

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

_M

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



CIA-RDP91-00772R000100110026-7

APPROVED FOR RELEASE: Wednesday, May 22, 2002

Influcnes of Fare-barth ‘etals on tho
Rate of Crystoallization of Continuously-
Cast Carben Steel Billets, Ly
Ao Poonolehanov, V. A, doarin,

RUSSLIAN, per, Izv VUZ Chern iet, Vol 12,
Ho 1, 1969, wp 41-43. - )
s 7770

Sei~at
June 64 383,257

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002

CIA-RDP91-00772R000100110026-7

—--“

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7
—"

T parin

R e s (A
Prectiont
) tont, ! o

L nthetic Slas

et O N v ~ .y £ (,‘(.n
f“".]’L Jx e a ek Jlic incholen
ETRABARY - ) .
, . ) . S nll.- . A ].)
N R S 1w ile \A Y- ('Tu_’]ll'.—-‘—ﬁ'—'—' ol !
Lol g e g
. l ]|,.‘.'f)' ) ~02.
FER PR ALY
1T
qed/ o ateriabs 338,639

e bt

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

P ——

IZVESTIYA VU2 CHERNAYA METAL, Vol 12, e 1, 1962,
pp 63648
NLL RTS, 5552

order frem NTC

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

P P e =

Vol 10, No 1, 1969,

I12VESTIYA vilg CHERNAYA METAL,

116-119
HB 7961

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

rization of pig Iron by Injection

ot Powdered Lime with o Ar Jet, by
A, “; p(*h\'l.uv. et al. Mats Vol 12' 196),

RUSSIAN, P&l 1gv VUZ
No 1, PP 1=-149 .

HB 7764

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

—-——'f
ocess of Ultrasonic
tors Governing the Pr
g:a:::;::cot Liguid and Soliditying Alloys, by
i t al.
3&&%::‘:2 ;UZ‘Chem Met, vol 12, No 1,
M
?
1969, PP 1%0-153.
m 776%

Sci~Mat
June 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

—w-——-,

N agn. pp 164=168
[pVESTIYA VUi CHERN MED, Vol 17 No 1, 1967, 17

NI INC 746-522

e ceeesesenenetuiE

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Cempterine the Crenenition of vl b
oy ondectrs el roe el

Wy Wi i omion, etoole

or, [ty W= (e, ey

-
VAL 112,

e, AR, TT=105,
o i

s/ abarial
e 64

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Intornnl Stresses in Steel Around None-betalllc

ns, by Yu. V. Grdina. |
lllrlgﬁl‘»‘;:\:f,, p;r,ylzv VUL Chern Met, Ne 2, 1909,

p 102-105.
BISI 8156

sei/Mat
May 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Nssriding of 16-8 T4 Type
Asstenitioc Stesl, by A. V. Bil'chenke and
v. G W'

ROBSTAN, pers %Mw Val 12,
»o ap 1969; » d

HB 8079

Bcimnt Melv 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Koche, ot al.
%i‘:; WO 'g!- W’M- N!t_c' Fo 3, 1@.
BIBI TO6M

el /et
Apr TO 06,613

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

I —

Interfacial Energy on the Boundary Betzne'en a Ifiquicg
Metal and Pyrolytic Graphite, by V. P, Yelywmn. pp
RUSSIAN, per, Isv. VUZ. Chernaya Metallurgiya, No 3,
AIR/FTD=HT=23=1341-71

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

g of Limestone on the

Influence of Size Gradin by A. N. Pokhvisnev,

Strength of Fluxed Pellets,

;l;s;;;m per, Lxv VUz Chern Mot, vol 12, No 3,
1]

1969, pp 25-28.
HB 7825

Scl-Mat
June 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

REfect of Rare-Farth Metals on the Properties
of Austenitic Steel, by D. Ya. Povolotskiy, et al.
RUSSIAN, per, Lmv VUZ Chern Met, Vol 12, No 3,

1969, pp 132=137.
HB 7831

Sci-Mat
June 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Efl’fo_ct. of Grain Sige and Hwdness on the Energy
of Indtlation and Inexrgy of Propagation of
(racks, by 1. V. Shermegan,

No 3, 1960, pp%.—_-w »
Hi3 7832

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Tt larnec of Paron oen \he Burinee Tensndon and Mech-
ﬁntﬁml Properties ol Gray Caul lrow, by

%. 1. Vesnchenko, | .‘ e
RUSSIAN, per. I1ov. VUZ Chern. Met., Vol l=, Ko 5,
e, pp k-1

Hp rhod

June T1

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Rvaluatim of the Lump-forming Capacity of "ine
Oranular llaterials, by V. M. Vityugin and

Ae Se BOWQ

RUSSLAN, per, L VUZ Charn, Het,, Vol 12,
No l, 1069, pp 18=22,

HB 7986

Sci/liat
low 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

On the Problem of Sinter Fuel Particle Size,

by C. C. Hftmenko, ot al,,

RUSSTIAN, per. Tav, VUZ Choern, Met., I'c 4, 196y,
pp 13«26,
BISI 7648

Seiflat
car 70 404,199

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

The Proller of Production tethed burine the
Feduction Yeried in Vlectric burnoces,

by b, Yo, Hovolotshiy, et al.,

LGSTAM, wer, Trv, VUZ Chern, ‘et., 0 4, 1867,
pr Shenl,

PIST 7647

coy TH 04, 200

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

ing olling
i .tresses During o

' . Tapgential ST uTing
o 2?:g§e %riving roll, by V. !
zighvé i. Kyxainov, o4,
RUSSLAN, per. ( 1zv.
1969, PP 7779 -
LISY 8344

yuz Chern Het..

sci/Mat.

sep 10 _...-M

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7
r"—

linf, »
i R(’l
,‘ . ’ ||] i;tulr e H ] ﬂ. IJ. U‘ti;"'“’ t al. - )*pp'
’ » 1]

Sci-liat

Juoe 70 ___-——

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

g in the
ogl jttle
to P ctile to Br

iormtelim wibeg )

granaitionbngii g. Voselyanskii an

Fract‘nne.l | .

s Bram;;. 1zvestiya Vtigsche

i;“isi.g-ﬂ:bg 4, 1968, PP 92--95.

o) 1+,
Hp 7985

sci/Hat :
sep 10 __......—‘

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

m

Bifoct of Intomodiato Anmoaling on tho Toxturo

of Transgormor Stooly by Ve Yoo Kochnov, ob e O Dpe
RUSSIAYN, per, Lzvestiya Vysshikh Uchebny}.c.h Ze.lvede-
niy, Chernaya Metallurgiya (News of Institutions

of Higher Learning. Ferrous Metallurgy), No L,

1969, pp 101=10L.

ATR/FT DT =23=597=70

July 71
o

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

TR PUTR T CY CYREET T o e e 1

‘ TKE6

L

G S Do
CHERN.| MET, 1969, 12(5)

TR0 8 8

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

The Rafining of Liquid Steel by Injection of
Pouvdedad Materfals, by V. V., Sukharev, et al.
RUSSIAN, per, Lzv VUZ Chern Met, Vol 12, No 5,
1969, pp 6266,

HB 9922

Sci-Mat
June 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Deformation of SVMIs<Type Alloys, by
Yoo My Okbrimonko, Ve Pe Troilakiy, ob ale O Pl .
WSSTAN, per, luvestiya Vysshoid Uchiobiykll Zavedandy e

2 Metallurgiva, No 5, 1969, pp 75=73.
Ir=-2L~230-70

Cherna
FTD

April 71

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Inthaenor of Twenxredunical reat ent of the
Tanerties ol pestenagthe ldiel=ine el
hy Ve 7 Jnedy er, Yo Vo adscv,

U, er, devest, UG, Cem,  ot,, Vol 12,

G oDy g, D129,
J 7919

seifatorials
fads 7 AN2 710

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Some Results of an Investigation of the Dendritic
Inhomogonaity of Ball-Besring 3teel, by

A. Ya. Volkov, V., A. Boyarshinov.

RUSSIAN, per, Izv VEZ Chern Met, Vol 12, No S,

1969, pp 143-144,
BB 7913

Sci-Mat
June 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Astyisution oo 1leyin
Ul Cornre COGEI Gy 1y e e ) L e 1]
caer b, en, Luvieile \Ye hoeam, ot o
0o, lle'J':J, l‘)}‘.‘l"().

LT

LUl atornols

A0 HY - ,
395,440

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

WE
Coptinues Uostine, c ks toely,
lo e tehargierr, ciale . .

iy Ay LA e Vitidm (200111 tLey ! 11,
w7, L, o o3
IS

Caeiol cootanss of toe tocioatiee sa

sty aberodd s

DG AN
[ 0

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

of the Deoxidation of steel

sowg apacial Features \ :
with 5ilicowUaleiwy, oy e Ted (rpe'1 . -
Wosliod, pers Kav ML (hem 'et, Vol 12, ..c /, 1J0J,
pp Sbed b

Al SUBY

e/ |
Jun U

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

K. i, Lobshan! dse

Interphase phenomena during contact of ferro-chromiwn
with nenmetallie inelusions and slags. 7 pp.
RUSSTAN, Tavestiya VUL, Chermaya Metallurgiua, io 7,
19649, ppr S6=3i

AIR/LD=-HT-53-575-7

oat 72

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002

CIA-RDP91-00772R000100110026-7

Forces on the suriace of ¢
Tuve, by v, yr. o..evaliin.

RUSSIAN, oy Iov. VUZ cre, et
Pre e, i —
BAGL by,

oy
JROA (L_

APPROVED FOR RELEASE: Wednesday, May 22, 2002

ontaect in Rolling ¢re

CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

esicual Stresses in alfardized mo sulfo=Cyanidced
Liaors [ Gkeel], Yy Ve Ve Chiokurew, ot al,

U, oo, rve VIT= (e, ., Vo) 12, o 1,
.l.(.)b()' ey .L‘SU'"!.SO.
B tAR !

v
s
'

wu/ atorisad:s

. e Yo XA
e D

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7
“ ‘Zxc- 36 TV4B
of ThPuRITIZ# W 'THE SURPACE
, Oll OF IRON .

Ivuz. cnxnunu mm,,z.unexu
l9693 nr 7, PP 151=164

!REQ 'J.’R CHBOK

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

S. I. Popel’

Phyeico-chemical propertiaes of wheel ateel and its
deoxidation products. 7 pp. . '

RUSSIAN, Iav. VUZ, Chernaya metallurgiya, Vol 12, No 8,
p 5-6 s

AIR/FID-HC~23-93~7C

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Principles of Calculating Rational Parameters
for Baths of Electric Steelmaking Furnaces,
by 1. G. Kharchenko and I. D. Senikin,
RUSSIAN, per. Izv., VUZ Chern. Met., Vol 12,
No 8, 1969, pp 6l1-64.
BISI 8496

S5ci/Mat
oct 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Soms Mathods of Investigating the Influence of
the Composition of Nommstallic [nclusions Upon
the Strength of Steel, by V. M, FPinkel', et al.

RUSSTIAN, per, lsv VUZ Chern Met, Vol 12, No 8,

HB BO71

Sci-Mat
Juns 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Cropertdes of od e tnath Lo acntie Ctaine
T dunedis, o e Ve aoroliriuwadi, ot alg
TUOL sy oy Juwenle VU= (it atte, Vol 12,

o 8, 1969, o TI3e-106,
R P !

OIS SV A
Lo T 492,716

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7
W"— -

1s
for Rail Stee
rhe Choice of optimum All?ial work-Hardening,

tod to Thexmomechan

S\ynb%ﬁcv' szhinin 'VUZ Chexn Met., Vol 12,
. IIV. —-"'0‘""“
RUSSXAN, per. — :
No B, 1969, PP 3
p1SI 8620
Sci/Mat
oct 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

S. Detkov

Calculation of carbon dinxldu'und water
vapor emission with small optical
thicknesses. 9 pp. .
RUSSIAN, IZV. VUZ. Chernaya metallurgiya,
Vol 12, No 8, 196¢, pp 155-157
AIR/FTD-HC-23-94-72

oct 72

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

A. Kuprianov

' prndr Y € sy ol adhesion and
Rules poverning the energy o : L an
wetting of oxides with iron carbide melts.
RUES] llurgiya
RUSSIAN, Izv. VUZ. Chernaya metallurglya,
Vol 12, No 9, 1969, pp 14-17
AIR/FTD-HC~23-01-72

oct 72

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

S INOS ing Sinterinyg
el i 51 peturn Pines DUILLIL
DislLrivution ob ne L tor

e 1 Sl * v [N ‘.'\‘ -
Ores wilba Combanaed Tuel, Iy ;

Jhavitonov, 0 1veY,

U N o -
i CHCTL slvey LSOy,

puss i,
R
LEST 4ol

ser. tzv. Voo

—_

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

—

11ic Inclusions
. ‘hanges of Nonmeta .
(T.u‘;.:”l::;:nh:ﬂ:ﬁg and Pouring of High-Alloy
g::elw by V. | S zhalybin, et al. vo 12, 0 .,
EUSSIAN per, 1av Uz Chern Met, ’

4

1969, pp 50-58.
up 8046

Sci-Mat
June 7V

,___.—

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

'!li‘!f ill

REQ TR GHECK

s TVE cmm ALLUR ‘d
1969, ;91,4:2, nr 9§, 1%%?128 TrA %} r
91‘\ @M oa ag z

f-;:*ro MT- 4§47 - 7

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

A. A, Babykin

. e of
Tempexaturd dapandance of the optical properties Jj

m blask. © ppe T -
%EZLW, par, 120, VUi, Charnaia metal lurgiya, s

No 9, 1969, pp 159-162
ALR/FID-HC=23-92-72

sept 72
- ——————cEEEEEE

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

—

Removal of Nonferrous Metals from Liquid Nickel
and Nickel Alloys by Bubbling Argon Through Them
Under Vacuum, by B. G. Chernov, P. Ya. Ageyev.
MUSSIAN, per, lzv VUZ Chern Met, Vol 12, No 10,
1969, pp 5-3.

HB 8042

Sci-Mat
June 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Conditions of Removal of Titanium and Zirconium
Nitrides Erom Steel, by V. Ye. Roshchin, atal.

RUSSYIAN, pwi, Lxv VU7 Chsrn Mat, Vol 12, No '0,
1969, pp 43-45.

HB 8045

Sci-Mat
June 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

I
A. V. Belotskiy V. G. Permyakov

Format. ton of nitrous aus tentte during diffusion
saturatlon of steel KhA. 5 pp. .
RUSSIAN, per, Izvestiye VUZ. Chernsya metallurgiye,
No 10, 1969, pp &0-80

ATR/FTD-EC-23-107-72

july 72

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7

Structure of Plastic Diffusion Layers on Steel
(Vacuum) Chromized from a Sublimsted Phase, by
Ye. P. Ponomarenko, et al.

ROSSIAN, per, Izv VUZ Chern Met, Vol 12, No 10,
1969, pp 93-97.

HB 8041

Sci-Mat
June 70

APPROVED FOR RELEASE: Wednesday, May 22, 2002 CIA-RDP91-00772R000100110026-7



